
Aluminum Profile Extruded Process

Heating Die Loading Extruding Pre-stretchingBillet Loading

QuenchingCutting StretchingStraightening

Aging

Cutting

Alnatively, Liquid Aluminum + Ingot

Aluminum Ingot, A00: Al >90.00%

Alloy Additives (Intermediate Alloy)

Temperature  400°C ~ 550°C

Duration: > 10 hours

Heating before loading

Temperature: 420°C ~ 480°C

Pressure Control

Speed Control

#1: Heating

#2: Temperature Holding

Within time limit
Cut head & tailRoller Straightening

Pressure Straightening

Random Length

Fixed Length

For temper T only

Dimension Check

Permanent Set < 1.5%

#3: Cooling Quickly

Permanent Set < 1.5%

Till Straightened enough

Stress Relieved

Naturally Aged

Artificially Aged

Surface Treatment
Mill Finish

Anodize Oxidation

Powder Coating

Others

Chemical Composition

Quality Check

Appearance Quality

Dimension & Tolerance

Mechanical Properties Packing and Shipping


