
Aluminum Hot Rolled Coil Process

Furnace Loading Heating Lubricating

Hot Rolled

(Roughing)

Casting Slab

Cooling
Cutting Edge Rolled

Coil Reeling
Quality Check

Surface Treatment 

Homogenized

Quality Check

Facilities Check 370°C~520°C

5~10 hours

Rolling Oil

Water

Rolling Temp.: 400°C~500°C

Reversible, 10~30 passes

Cooling Liquid

20~25mmCut Head & Tail

Thickness: 60~100mm

Appearance & Flatness Quality

Internal Structure

Mechanical Properties

Temper : F

Additives

Width Control

Prevent Edge Crack

Thickness: 6mm~10mm

Coil Weight: 8~15 Dimension Tolerance

Roughing Mill

Cutting: 200~300 mm off

Hot Rolled

(Finishing)

Start Thinkness: 15mm~20mm

Lubricating & Cooling

Roughing Mill

Ready for Cold Rolling


