
Aluminum Cold Rolled Coil Process

Coil Loading Heating

Cold Rolled

(Repeatedly)

Coil Stock

Intermediate 

Annealing

Heat Treatment

Cold Rolled

(Repeatedly)

Slitting & 

Cleaning Tension 

Leveling
PE & PVC 

Filming

Coil Reeling

Quality Check

Start Thickness: 6~10mm

Hot Rolled Coil (DC)

Temper : F

Facilities Check Option

One or More Passes

Low Temperature
Softening

Low Temperature

Temper O: Annealed

Temper H2x: Partially Annealed

Width Confirmation

Thickness: 50mu~80mu

Appearance & Flatness Quality

Mechanical Properties

For thickness less than 2.0mm

Cut to Length

Thickness Control

Flatness Control

Clean the Surface

Stress Relived

Dimension Tolerance

Packing and Shipping

Continuous Casting Coil (CC)

Quality Check

Edge Slitting

Slit 5mm off

Lubricating

Rolling Oil

Water

Additives

Thickness Control

Flatness Control 

For Further Rolled

One or More Passes

Temper H3x: Stabilized

Temper Tx: Quench

Color : Blue, White/ Black, 
Transparent


